
U. S . EPA 

lA- IN EPA SAMPLE NO . 
INORGANIC ANALYSIS DATA SHEET 

IMB7AL4 

Lab Name : U. S . EPA Region 2 Mobile P.nalytical Lab Method : S\'184 6 6020A 

Lab Code : R2 -MAL Case No .: 38754 NRAS No .: SDG No . : E-8 

Matrix : (soil/water) Soil Lab Sample ID : E- 8 

Level : ( l 01v /med) ;::;L..::;.o.;.;.w __ _ Date Received : 10/30/09 

% Solids : 67 . 8 

Concentration Units (pg/L or mg/kg dry weight : mg/kg 

CAS No . Analyte Concentration c 
7429-90-5 Aluminum 5840 . 00 
7440-36- 0 Antimony 4 . 10 B 
7440- 38 - 2 Arsenic 7 . 99 
7440- 39- 3 Barium 124 . 00 
7440- 41 - 7 Beryllium 0 . 56 B 
7440- 43 - 9 Cadmium 1.17 
7440- 70-2 Calcium 73300 . 00 
7440- 47 - 3 Chromium 15 . 30 
7440-4 8-4 Cobalt 8 . 15 
7440- 50-8 Copper 858 . 00 
7439- 89-6 Iron 24300 . 00 
7439- 92-1 Lead 977 . 00 
7439- 95 - 4 Magnesium 3530 . 00 
7439- 96- 5 Manganese 399 . 00 
7439- 97 - 6 Mercury 1. 38 
7440- 02 - 0 Nickel 24 . 90 
7440- 09- 7 Potassium 623 . 00 B 
7782- 49- 2 Selenium 0 . 04 u 
7440- 22 - 4 Silver 0 . 34 B 
7440- 23 - 5 Sodium 357 . 00 B 
7440-2 8- 0 Thallium 0 . 33 B 
7440-62-2 Vanadium 17 . 30 
7440- 66 - 6 Zinc 578 . 00 

Color Before : Med . Brown Clarity Before : Ooaoue 

Color Afte r : Yellow Clarity After : Clear 

U - Undetected value reported at the Instrument Detection Limi t (IDL) 

B - Detected value< the Contract Required Detection Limit (CRDL) 
J - Estimated Value Based on Data Validation Criteria 
R - Rejected Value Based on Data Val idation Criteria 
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Texture : Silty 

Artifacts : Rocks 


